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CPD - Progress of standards under voting process to be cited in OJEC 2003-04-30 

    

Approved ENs available to CEN Members       

- Cited in the OJEC  79   

- Not yet cited in the OJEC   31   

    

Drafts which have completed Formal Vote/UAP       

- Approved  19   

- Failed     3 

    

Drafts undergoing Formal Vote/UAP     6 

    

Drafts in CMC to progress Formal Vote/UAP     43 

    

Total harmonized standards approved  129 
 

    

Total drafts having reached CMC for Formal Vote/UAP  181 

 

 
 

 

 

 

 
 

 

 

 

 

 
 
DAV Date of availability of European standard to CEN Members for implementation 
Dapp (date of applicability) Start of co-existence period (see EC Guidance Paper J) of harmonised European 
standard and any existing national standards (default = DAV + 9 months) 
DOW Date of Withdrawal of conflicting national standards (defaults = DAV + 21 months) 
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Approved and made available to CEN Member Bodies 
 

 

EN Man Title DAV Dapp DOW OJ Ref 

10312 131 Welded stainless steel tubes 
for the conveyance of aqueous 
liquids including water for 
human consumption - 
Technical delivery conditions 

2002-12-18 withheld     

10224 131 Non-alloy steel tubes and 
fittings for the conveyance of 
aqueous liquids including 
water for human consumption 
- Technical delivery conditions 

2002-12-04 withheld     

13813 119 Screed materials and floor 
screeds - Screed materials - 
Properties and requirements 

2002-10-16 2003-08-01 2004-08-01 C 320 
2002-12-20 

12860 106 Gypsum-based adhesives for 
gypsum blocks - Definitions, 
requirements and test 
methods  

2001-06-13 2002-04-01 2003-04-01 C 358 
2001-12-15 

12859 106 Gypsum blocks - Definitions, 
requirements and test 
methods  

2001-06-13 2002-04-01 2003-04-01 C 358 
2001-12-15 

12839 109 Precast concrete elements - 
Elements for fences 

2001-05-16 2002-03-01 2003-03-01 C 40 
2002-02-14 

681-4 /A1 131 Elastomeric seals - Materials 
requirements for pipe joint 
seals used in water and 
drainage applications - Part 4: 
Cast polyurethane sealing 
elements (M/131) 

2002-03-20 2003-01-01 2004-01-01 C 212 
2002-09-06 

681-3 /A1 131 Elastomeric seals - Materials 
requirements for pipe joints 
seals used in water and 
drainage applications - Part 3: 
Cellular materials of 
vulcanized rubber  

2002-03-20 2003-01-01 2004-01-01 C 212 
2002-09-06 

681-2 /A1 131 Elastomeric seals - Materials 
requirements for pipe joint 
seals used in water and 
drainage applications - Part 2: 
Thermoplastic elastomers 

2002-03-20 2003-01-01 2004-01-01 C 212 
2002-09-06 

681-1 /A2 131 Elastomeric seals - Materials 
requirements for pipe joint 
seals used in water and 
drainage applications - 
Vulcanized rubber 

2002-03-20 2003-01-01 2004-01-01 C 2122002-
09-06 

682 131 Elastomeric seals - Materials 
requirements for seals used in 
pipes and fittings carrying gas 
and hydrocarbon fluids 

2002-02-06 2002-10-01 2003-12-01 C 154 
2002-06-28 

12259-4 /A1 109 Sprinkler/ waterspray systems 
- Water motor  alarms  

2001-03-21 2002-01-01 2004-04-01 C310 
2002-12-13 
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Approved and made available to CEN Member Bodies 
 

 

EN Man Title DAV Dapp DOW OJ Ref 

12259-3 /A1 109 Sprinkler/ waterspray systems 
- Dry alarm valves  

2001-03-21 2002-01-01 2004-04-01 C310 
2002-12-13 

12259-2 /A1 109 Sprinkler/ waterspray systems 
- Wet alarm valves  

2001-03-21 2002-01-01 2004-04-01 C310 
2002-12-13 

12259-1  
+A1 

109 Sprinkler/ waterspray systems 
- Sprinklers  

2001-06-20 2002-04-01 2005-09-01 C310 
2002-12-13 

671-2 109 Fixed firefighting systems - 
Hose systems Part 2: Hose 
systems with lay-flat hose   

2001-04-11 2002-02-01 2004-04-01 C310 
2002-12-13 

671-1 109 Fixed firefighting systems - 
Hose systems Part 1: Hose 
reels with semi-rigid hose   

2001-04-11 2002-02-01 2004-04-01 C310 
2002-12-13 

12259-
5:2002 

109 Sprinkler and waterspray 
systems – Water flow 
detectors 

2002-09-18 2003-07-01 2005-09-01 C47 
2003-02-27 

12094-13 109 Fixed firefighting systems - 
Components for gas 
extinguishing systems - 
Requirements and test 
methods for check valves and 
non-return valves  

2001-03-21 2002-01-01 2004-04-01 C310 
2002-12-13 

12094-7 109 Fixed firefighting systems - 
Components for gas 
extinguishing systems: 
Requirements and test 
methods for nozzles for CO2 
systems 

2000-12-13 2001-10-01 2004-04-01 C3102002-12-
13 

12094-6 109 Fixed firefighting systems - 
Components for gas 
extinguishing systems: 
Requirements and test 
methods for non-electrical 
disable devices for CO2 
systems 

2000-12-13 2001-10-01 2004-04-01 C310 
2002-12-13 

12094-5 109 Fixed firefighting systems - 
Components for gas 
extinguishing systems: 
Requirements and test 
methods for high and low 
pressure selector valves and 
their actuators for CO2 
systems  

2000-12-13 2001-10-01 2004-04-01 C310 
2002-12-13 

12416-1 109 Powder systems- Part 1: 
Specifications and test 
methods for system and 
components  

2001-03-21 2002-01-01 2004-04-01 C310 
2002-12-13 

12416-2 109 Powder systems- Part 
2:design, construction and 
maintenance  

2001-06-20 2002-04-01 2004-04-01 C 40 
2002-02-14 

12101-3 109 Smoke and heat control 
systems - Spec for powered 
smoke and heat exhaust 
ventilators  

2002-02-20 withheld     
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Approved and made available to CEN Member Bodies 
 

 

EN Man Title DAV Dapp DOW OJ Ref 

13257 107 Required characteristics for 
use in solid waste disposals 

2000-12-13 2001-10-01 2002-10-01 C 180 
2001-06-26 

13265 107 Required characteristics for 
use in liquid waste 
containment projects  

2000-12-13 2001-10-01 2002-10-01 C 180 
2001-06-26 

13256 107 Required characteristics for 
use in the construction of 
tunnels and structures 
underground (M/107) 

2000-12-13 2001-10-01 2002-10-01 C 180 
2001-06-26 

13255 107 Required characteristics for 
use in the construction of 
canals 

2000-12-13 2001-10-01 2002-10-01 C 180 
2001-06-26 

13254 107 Required characteristics for 
use in the construction of 
reservoirs and dams 

2000-12-13 2001-10-01 2002-10-01 C 1802001-
06-26 

13253 107 Required characteristics for 
use in external erosion control 
systems 

2000-12-13 2001-10-01 2002-10-01 C 180 
2001-06-26 

13252 107 Required characteristics for 
use in drainage systems 

2000-12-13 2001-10-01 2002-10-01 C 180 
2001-06-26 

13251 107 Required characteristics for 
use in earthworks, foundations 
and retaining structures 

2000-12-13 2001-10-01 2002-10-01 C 180 
2001-06-26 

13250 107 Required characteristics for 
use in the construction of 
railways 

2000-12-13 2001-10-01 2002-10-01 C 180 
2001-06-26 

13249 107 Geotextiles/ geotextile-related 
products - Required 
characteristics for use in the 
construction of roads and 
other trafficked areas 

2000-12-13 2001-10-01 2002-10-01 C 180 
2001-06-26 

1343 rev 119 
122 

Kerbs of natural stone for 
external paving Requirements 
and test methods  

2001-12-12 2002-10-01 2003-10-01 C 154 
2002-06-28 

1342 rev 119 
122 

Setts of natural stone for 
external paving - 
Requirements and test 
methods  

2001-12-12 2002-10-01 2003-10-01 C 154 
2002-06-28 

1341 rev 119 
122 

Slabs of natural stone for 
external paving - 
Requirements and test 
methods  

2001-12-12 2002-10-01 2003-10-01 C 154 
2002-06-28 

1344 119 Clay pavers and accessories 
for flexible and rigid paving - 
Requirements and test 
methods  

2002-03-20 2003-01-01 2004-01-01 C 320 
2002-12-20 

1520 100 Prefabricated reinforced 
components of lightweight 
aggregate concrete with open 
structure 

2002-11-20 2003-09-01 2004-09-01   

1337-7 104 Structural bearings - Part 7: 
Spherical and cylindrical PTFE 
bearings 

2000-12-13 2001-10-01 2002-10-01 C 180 
2001-06-26 
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Approved and made available to CEN Member Bodies 
 

 

EN Man Title DAV Dapp DOW OJ Ref 

1457:1999/A
1:2002 

105 Chimneys - Clay/Ceramic Flue 
Liners - Requirements and test 
methods 

2002-10-23 2003-08-01 2004-08-01 C752003-03-
27 

13502 105 Chimneys - Requirements and 
test methods for clay/ceramic 
flue tarminals 

2002-10-16 2003-08-01 2004-08-01 C 320 
2002-12-20 

13101 118 Manhole steps - 
Requirements, test methods 
and evaluation of conformity 

2002-10-23 2003-08-01 2004-08-01   

12380 118 Ventilation pipework - Air 
admittance valve system (was 
submitted to CEN Enquiry as 
prEN 12380-2) 

2002-12-04 2003-10-01 2004-10-01   

13564-1 118 Anti-flooding devices for 
buildings - Part 1: 
Requirements 

2002-07-10 2003-05-01 2004-05-01 C 320 
2002-12-20 

12050-4 118 Non-return valves for faecal 
free effluent and effluent 
containing faecal matter 

2000-12-13 2001-10-01 2002-10-01 C 180 
2001-06-26 

12050-3 118 Lifting plants for wastewater 
containing faecal matter for 
limited applications 

2000-12-13 2001-10-01 2002-10-01 C 180 
2001-06-26 

12050-2 118 Effluent lifting plants for faecal 
free effluent  

2000-12-13 2001-10-01 2002-10-01 C 180 
2001-06-26 

12050-1 118 Lifting plants for wastewater 
containing faecal matter 

2001-01-24 2001-11-01 2002-11-01 C 202 
2001-07-18 

1917 118 Concrete manholes and 
inspection chambers, 
unreinforced, steel fibre and 
reinforced 

2002-10-23 2003-08-01 2004-11-23 C 320 
2002-12-20 

1916:2002 118 Concrete pipes and fittings, 
unreinforced steel fibre and 
reinforced 

2002-10-23 2003-08-01 2004-11-23 C47 
2003-02-27 

588-2 118 Fibre-cement pipes for sewers 
and drains - Part 2 Manholes 
and inspection chambers 

2001-12-12 2002-10-01 2003-10-01 C 154 
2002-06-28 

1433:2002 118 Drainage channels for 
vehicular and pedestrian areas 
- Classification, design and 
testing requirements, marking 
and quality control (M118) 

2002-11-13 2003-09-01 2004-08-01 C752003-03-
27 

12620 125 Aggregates for concrete 2002-09-18 2003-07-01 2004-06-01 C 320 
2002-12-20 

13450:2002 125 Aggregates for railway ballast 2002-12-18 2003-10-01 2004-06-01 C47 
2003-02-27 

13383-1 125 Armourstone - Part 1: 
Specification 

2002-05-08 2003-03-01 2004-06-01 C 212 
2002-09-06 
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Approved and made available to CEN Member Bodies 
 

 

EN Man Title DAV Dapp DOW OJ Ref 

13242:2002 125 Aggregates for unbound and 
hydraulically bound materials 
for use in civil engineering 
work and road construction 

2002-12-04 2003-10-01 2004-06-01 C75 
2003-03-27 

13043:2002 125 Aggregates for bituminous 
mixtures and surface 
treatments for roads, airfields 
and other trafficked areas 

2002-09-11 2003-07-01 2004-06-01 C47 
2003-02-27 

13055-1 125 Lightweight aggregates - Part 
1: Lightweight aggregates for 
concrete and mortar 

2002-05-08 2003-03-01 2004-06-01 C 212 
2002-09-06 

13139 125 Aggregates for mortar 2002-05-08 2003-03-01 2004-06-01 C 212 
2002-09-06 

13986:2002 113 Wood-based panels for use in 
construction - Characteristics, 
evaluation of conformity and 
marking 

2002-06-19 2003-04-01 2004-04-01 C47 
2003-02-27 

934-4 rev 128 Admixtures for concrete, 
mortar and grout - Part 4 
Admixtures for grout - 
Definitions, specifications and 
conformity criteria  

2001-07-25 2002-05-01 2003-05-01 C 40 
2002-02-14 

934-2 rev 128 Admixtures for concrete, 
mortar and grout - Part 2 
Concrete admixtures - 
Definitions, specifications and 
conformity criteria  

2001-07-25 2002-05-01 2003-05-01 C 40 
2002-02-14 

13171 103 Factory made wood fibre 
products - Specifications  

2001-05-23 2002-03-01 2003-05-13 C 3582001-
12-15 

13170 103 Factory made products of 
expanded cork (ICB) - 
Specifications  

2001-05-23 2002-03-01 2003-05-13 C 358 
2001-12-15 

13169 103 Factory made products of 
expanded perlite (EPB) - 
Specifications  

2001-05-23 2002-03-01 2003-05-13 C 358 
2001-12-15 

13168 103 Factory made wood wool 
(WW) products - 
Specifications  

2001-05-23 2002-03-01 2003-05-13 C 358 
2001-12-15 

13167 103 Factory made cellular glass 
(CG) products - Specifications  

2001-05-23 2002-03-01 2003-05-13 C 358 
2001-12-15 

13166 103 Factory made products of 
phenolic foam (PF) - 
Specifications  

2001-05-23 2002-03-01 2003-05-13 C 358 
2001-12-15 

13165 103 Factory made rigid 
polyurethane foam (PUR) 
products - Specifications  

2001-05-23 2002-03-01 2003-05-13 C 358 
2001-12-15 

13164 103 Factory made products of 
extruded polystyrene foam 
(XPS) - Specifications  

2001-05-23 2002-03-01 2003-05-13 C 358 
2001-12-15 

13163 103 Factory made products of 
expanded polystyrene (EPS) - 
Specifications  

2001-05-23 2002-03-01 2003-05-13 C 358 
2001-12-15 
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Approved and made available to CEN Member Bodies 
 

 

EN Man Title DAV Dapp DOW OJ Ref 

13162 103 Thermal insulation products 
for buildings - Factory made 
mineral wool (MW) products - 
Specifications  

2001-05-23 2002-03-01 2003-05-13 C 358 
2001-12-15 

54-7/A1  109 Fire detection and fire alarm 
systems - Part 7: Smoke 
detectors - Point detectors 
using scattered light, 
transmitted light or ionization 
(M/109) 

2002-06-19 2003-04-01 2005-06-30 C 320 
2002-12-20 

54-5/A1 109 Fire detection and fire alarm 
systems - Part 5: Heat 
detectors - Point detectors 

2002-06-19 2003-04-01 2005-06-30 C 320 
2002-12-20 

54-3/A1 109 Fire detection and fire alarm 
systems - Part 3: Audible fire 
alarm devices - Sounders 

2002-06-19 2003-04-01 2005-06-30 C 3202002-
12-20 

54-4 /A1 109 Fire detection and fire alarm 
systems - Part 4: Power 
supplies 

2002-12-04 2003-10-01 2005-12-31   

54-12 109 Fire detection and fire alarm 
systems  - Part 12 : Smoke 
detectors - Line detectors 
using an optical beam 

2002-12-04 2003-10-01 2005-12-31   

12004: /A1 127 Adhesives for tiles - Definition 
and specifications 

2002-06-19 2003-04-01 2004-04-01 C 212 
2002-09-06 

459-1 rev 114 Building lime - Part 1 
Definitions, specifications and 
conformity criteria 

2001-10-10 2002-08-01 2003-08-01 C 40 
2002-02-14 

197-1 114 Cement – Composition, 
specifications and conformity 
criteria for common cements 

2000-06-21 2001-04-01 2002-04-01 C 20 
2001-01-23 

40-6/A1 111 Lighting columns - Part 6: 
Specification for aluminium 
lighting columns (M/111) 

2002-04-17 2003-02-01 2004-02-01 C 212 
2002-09-06 

40-5/A1 111 Lighting columns - Part 5: 
Specification for steel lighting 
columns 

2002-04-17 2003-02-01 2004-02-01 C 212 
2002-09-06 

40-7 Rev. 111 Lighting columns - Part 7: 
Requirements for fibre 
reinforced polymer composite 
lighting columns 

2002-12-18 2003-10-01 2004-10-01   

1158 /A1 101 Building hardware - Door 
coordinator devices- Req. and 
test methods 

2002-12-18 2003-10-01 2004-10-01   

1155 /A1  101 Building hardware -Electrically 
powered hold-open devices for 
swing doors - Requirements 
and test methods 

2002-12-18 2003-10-01 2004-10-01   

179/A1 101 Building hardware - 
Emergency exit devices 
operated by a lever handle or 
push pad - Requirements and 
test methods  

2001-06-20 2002-04-01 2003-04-01 C 40 
2002-02-14 
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Approved and made available to CEN Member Bodies 
 

 

EN Man Title DAV Dapp DOW OJ Ref 

1125/A1  101 Building hardware - Panic exit 
devices operated by a 
horizontal bar- Requirements 
and test methods  

2001-06-20 2002-04-01 2003-04-01 C 402002-02-
14 

1154 /A1 101 Building hardware - Controlled 
door closing devices-
Requirements and test 
methods  

2002-12-18 2003-10-01 2004-10-01   

1935 101 Building hardware- Single-axis 
hinges - Requirements and 
test methods 

2002-02-13 2002-10-01 2003-12-01 C310 
2002-12-13 

12676-1/A1 111 Anti-glare systems for roads - 
Part 1: Performance and 
characteristics 

2003-04-16   DAV + 21 m   

12094-12 109 Title: Fixed firefighting 
systems - Components for gas 
extinguishing systems - Part 
12: Requirements and test 
methods for pneumatic alarm 
devices (M/109) 

2003-03-26 2004-01-01 2005-09-01   

12094-11 109 Fixed firefighting systems - 
Components for gas 
extinguishing systems - Part 
11: Requirements and test 
methods for mechanical 
weighing devices (M/109) 

2003-03-26 2004-01-01 2005-09-01   

12094-9 109 Fixed firefighting systems - 
Components for gas 
extinguishing systems - Part 9: 
Requirements and test 
methods for special fire 
detectors 

2003-03-26 2004-01-01 2005-09-01   

12094-3 109 Title: Fixed firefighting 
systems - Components for gas 
extinguishing systems - Part 3: 
Requirements and test 
methods for manual triggering 
and stop devices 

2003-03-26 2004-01-01 2005-09-01   

 12094-2 109 Fixed firefighting systems - 
Components for gas 
extinguishing systems - Part 2: 
Requirements and test 
methods for non-electrical 
automatic control and delay 
devices 

2003-04-23   DAV + 36 m   

12094-1 109 Fixed firefighting systems - 
Components for gas 
extinguishing systems - Part 1: 
Requirements and test 
methods for electrical 
automatic control and delay 
devices 

2003-04-16   DAV + 36 m   

1340 119 Concrete kerb units - 
Requirements and test 
methods  

2003-04-02       

12446 105 Chimneys - Components - 
Concrete outer wall elements 

2003-04-02   DAV + 21 m   
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Approved and made available to CEN Member Bodies 
 

 

EN Man Title DAV Dapp DOW OJ Ref 

13310 110 Kitchen sinks - Functional 
requirements and test 
methods 

2003-04-02   DAV + 21 m   

14037-1 129 Ceiling mounted radiant 
panels supplied with water at 
temperature below 120 °C - 
Part 1: Technical 
specifications and 
requirements 

2003-04-23   DAV + 21m   

998-2 116 Specification for mortar for 
masonry Part 2 -  Masonry 
mortar   

2003-04-30       

998-1 116 Specification for mortar for 
masonry - Part 1: Rendering 
and plastering mortar  

2003-04-30       

845-3 116 Specification for ancillary 
components for masonry Part 
3- Bed joint reinforcement 

2003-04-16       

845-2 116 Specification for ancillary 
components for masonry Part 
2- Lintels 

2003-04-16       

845-1 116 Specification for ancillary 
components for masonry Part 
1- ties, tension straps hangers 
and brackets    

2003-04-16       

771-2 116 Specification for masonry 
units- Part 2 - Calcium silicate 
masonry units   

2003-04-16       

771-1 116 Specification for masonry units 
-Part 1 - Clay masonry units 

2003-04-16       

12094-10 109 Fixed firefighting systems - 
Components for gas 
extinguishing systems - Part 
10: Requirements and test 
methods for pressure gauges 
and pressure switches 

2003-04-23  DAV + 36 m  
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Drafts which have completed Formal Vote or UAP 
 

 

EN Man Title Vote launch Vote closed Voting 

Report 

DOW 

12057 121 Natural stone products - Finished 
products, modular tiles - 
Specifications 

2002-12-05 2003-04-05   DAV + 21m 

1423/A1 111 Road marking materials - Drop on 
materials - Glass beads, antiskid 
aggregates and mixtures of the two 
(M/111) 

2003-01-15 2003-02-19 2003-04-02 DAV + 21m 

13361 107 Geomembranes and geosynthetic 
clay liners - Required characteristics 
for use in the construction of 
reservoirs and dams  

2002-07-31 2003-01-31 2003-02-18 DAV + 21m 

12951 122 Prefabricated accessories for 
roofing - Permanently fixed roof 
ladders 

2002-10-10 2003-02-10   DAV + 21m 

934-3 128 Admixtures for concrete, mortar and 
grout - Part 3: Admixtures for 
masonry mortar - Definitions, 
requirements and conformity  

2002-09-26 2003-02-26 2003-03-01 DAV + 21m 

12101-2 109 Smoke and heat control systems - 
Part 2: Specification for natural 
smoke and heat exhaust ventilators 

2002-06-20 2002-09-20 2002-10-04 2005-09-01 

771-4 116 Specification for masonry units Part 
4 - Autoclaved aerated concrete 
masonry units.  

2002-05-30 2002-08-30 2002-09-02 DAV + 21m 

771-3 116 Specification for masonry units Part 
3 - Aggregate concrete masonry 
units    

2002-05-30 2002-08-30 2002-09-02 DAV + 21m 

14411 121 Ceramic tiles - Definitions, 
classification, characteristics and 
marking 

2002-04-25 2002-08-25 2002-09-09 DAV + 21m 

13160-1 131 Leak detection systems - Part 1: 
General principles 

2002-11-27 2003-01-21 2003-01-20 DAV + 21m 

12845 109 Fixed firefighting systems - 
Automatic sprinkler systems - 
Design, installation and 
maintenance 

2002-08-15 2002-10-15 2002-10-30 2006-03-05 

13492 107 Geomembranes and geosynthetic 
clay liners - Required characteristics 
for use in the construction of liquid 
waste disposal sites or transfer 
stations (M/107) 

2002-08-08 2003-02-08 2003-02-17 DAV + 21m 

13491 107 Geomembranes and geosynthetic 
clay liners - Required characteristics 
for use in tunnels and underground 
structures 

2002-08-08 2003-02-08 2003-02-17 DAV + 21m 

1339 119 Concrete paving flags - 
Requirements and test methods  

2002-04-25 2002-08-25 2002-09-13   

1338 119 Concrete paving blocks - 
Requirements and test methods  

2002-04-25 2002-08-25 2002-09-13   
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Drafts which have completed Formal Vote or UAP 
 

 

EN Man Title Vote launch Vote closed Voting 

Report 

DOW 

1856-1 105 Chimneys - Requirements for metal 
chimneys - Part 1: System chimney 
products 

2002-06-06 2002-12-06 2002-12-17   

1858 105 Chimneys - Components - 
Concrete flue blocks 

2002-04-25 2002-10-25 2002-11-02   

1857 105 Chimneys - Clay/Ceramic Flue 
Terminals - Requirements and test 
methods 

2002-04-25 2002-10-25 2002-11-02   

523 115 Steel strip sheaths for prestressing 
tendons - Terminology, 
requirements, quality control  

2002-06-27 2003-01-27 2003-01-20 DAV + 21m 
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Drafts which have completed Formal Vote or UAP – Rejected 
 

 

EN Man Title 
Vote 

launch 
Vote closed 

Voting 

Report 
DOW 

442-
1/A1 

129 Radiators and convectors - Part 1: 
Technical specifications and 
requirements 

2002-09-26 2003-03-26 2003-04-07 DAV + 21m 

13493 107 Geomembranes and geosynthetic 
clay liners - Required characteristics 
for use in solid waste storages and 
waste disposal sites  

2002-08-08 2003-02-08 2003-02-17 DAV + 21m 

13362 107 Geomembranes and geosynthetic 
clay liners - Required characteristics 
for use in the construction of canals 

2002-07-31 2003-01-31 2003-01-31 DAV + 21m 
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Drafts undergoing Formal Vote or UAP 
 

 

EN Man Title Draft to 

CMC 

Vote 

launch 

Vote 

closed 

DOW 

1463-
1:1997/ 
prA1 

111 Road marking materials - 
Retroreflecting road studs - Part 1: 
Initial performance requirements 
(M/111) 

2002-05-15 2003-03-27 2003-05-27 DAV + 21m 

997 Rev. 110 WC pans with integral trap   2003-02-27 2003-04-27 DAV + 21m 

13830 108 Curtain walling - Specifications 2002-10-28 2003-03-13 2003-05-13 DAV + 21m 

12058 119 Natural stone products - Finished 
products, slabs for floors and stairs - 
Specifications 

2002-09-16 2002-12-05 2003-04-05 DAV + 21m 

1469 121 Natural stone products - Finished 
products, slabs for cladding - 
Specifications 

2002-09-16 2002-12-05 2003-04-05 DAV + 21m 

13241-1 101 Industrial, commercial and garage 
doors and gates - Product Standard 
- Part 1: Products without fire 
resistance or smoke control 
characteristics 

2002-02-22 2003-02-20 2003-04-20 DAV + 21m 
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Drafts submitted to CMC for Formal Vote or UAP 
 

 

EN Man Title Draft to 

CMC 

DOW 

10311 131 Joints for the connection of steel tubes 
and fittings for the conveyance of 
aqueous liquids including water for 
human consumption 

2002-02-15   

14016-1 119 Binders for magnesite screeds - 
Caustic magnesia and magnesium 
chloride - Part 1: Definitions, 
requirements  

2002-04-12   

EN 13084-7 105 Free-standing chimneys - Part 7: 
Product specifications of cylindrical 
steel fabrications for use in single wall 
steel chimneys and steel liners 

    

13084-5 105 Free-standing industrial chimneys - 
Part 5: Materials for brick liners - 
Product specifications 

2001-11-08 DAV + 21m 

13964 121 Suspended ceilings - Requirements 
and test methods 

  DAV + 21m 

13341 131 Requirements and test methods for 
thermoplastic tanks made from blow 
moulded polyethylene, rotational 
moulded polyethylene and anionic 
polymerization of polyamide 6 for the 
above ground storage of domestic 
heating oils and diesel fuels 

2002-05-14   

13859-1 102 Flexible sheets for waterproofing - 
Definitions and characteristics of 
underlays - Part 1: Underlays for 
discontinuous roofing  

2002-06-10   

13859-2 102 Flexible sheets for waterproofing - 
Definitions and characteristics of 
underlays - Part 2: Underlays for walls 
(M/102) 

    

13859-2 102 Flexible sheets for waterproofing - 
Definitions and characteristics of 
underlays - Part 2: Underlays for walls 

2002-06-10   

13707 102 Flexible sheets for waterproofing - 
Reinforced bitumen sheets for roof 
waterproofing - Definitions and 
characteristics 

2001-09-20 DAV + 21m 

13956 102 Flexible sheets for waterproofing - 
Plastic and rubber sheets for roof 
waterproofing - Definitions and 
characteristics 

2002-07-03 DAV + 21m 

13658-2 106 Metal lath and beads - Definitions, 
requirements and test methods - Part 
2: External rendering 

2002-06-19 DAV + 21m 
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Drafts submitted to CMC for Formal Vote or UAP 
 

 

EN Man Title Draft to 

CMC 

DOW 

13658-1 106 Metal lath andbeads - definitions, 
requirements and test methods - part 
1: internal plastering 

2002-06-18 DAV + 21m 

13454-1 132 Binders, composite binders and 
factory made mixtures for floor 
screeds based on calcium sulfate: part 
1 definitions and requirements 

2003-01-07 DAV + 21m 

13279-1 106 Gypsum binders and gypsum plasters 
- Part 1: Definitions and requirements 
(M/106) 

2002-06-17 DAV + 21m 

13748-1 119 Terrazzo tiles - Part 1 Terrazzo tiles 
for interior use (M/119) 

  DAV + 21m 

13616 131 Overfill prevention devices for static 
tanks for liquid petroleum fuels 

2002-06-03   

EN 12259-1:1999 + 
A1:2001/A2 

109 Fixed firefighting systems - 
Components for sprinkler and water 
spray systems - Part 1: Sprinklers 

    

13565-1 109 Fixed firefighting systems - Foam 
systems - Part 1: Requirements and 
test methods for components ( 

2002-03-27 DAV + 36 m 

12101-1 109 Smoke and heat control systems - Part 
1: Specification for smoke barriers 
(M/109) 

2002-12-23 DAV + 36 m 

EN 14392 119 Wood flooring - Characteristics, 
evaluation of conformity and marking 

    

1337-5 104 Structural bearings - Part 5: Pot 
bearings 

2001-11-15 DAV + 21m 

1337-3 104 Structural bearings - Part 3 : 
Elastomeric bearings 

2001-11-15 DAV + 21m 

12566-1/A 118 Small wastewater treatment systems 
for up to 50 PT - Part 1: Prefabricated 
septic tanks (M/118) 

  DAV + 21m 

13407 110 Wall-hung urinals - Functional 
requirements and test methods 

2001-06-13 DAV + 21m 

12764 110 Sanitary appliances - Specification for 
whirlpool baths 

2000-10-19 DAV + 21m 

  131 Plastics piping systems - Buried and 
above ground pressure piping systems 
for water for general purposes, 
drainage and sewerage - Performance 
characteristics for pipes fittings valves, 
and their joints 

2002-07-30   

  131 Plastics piping systems for non-
pressure underground drainage and 
sewerage - Performance 
characteristics for pipes, fittings 

2002-09-13   
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Drafts submitted to CMC for Formal Vote or UAP 
 

 

EN Man Title Draft to 

CMC 

DOW 

485-2 Rev 120 Aluminium and aluminium alloys - 
Sheet, strip and plate - Part 2: 
Mechanical properties 

2002-10-04 DAV + 21m 

14080 112 Timber structures - Glued laminated 
timber - Requirements 

2002-11-15 DAV + 21m 

14604 109 Fire protection equipment - Self-
contained smoke alarms (M/109) 

    

EN 14216 114 Cement - Composition, specifications 
and conformity criteria for massive 
concrete low heat cements 

    

EN 14217 114 Cement - Composition, specifications 
and conformity criteria for low early 
strength low heat cements 

    

EN 197-3 114 Cement - Part 3: Composition, 
specifications and conformity criteria 
for low heat common cements 

    

413-1 114 Masonry cement - Part 1: Specification 2002-02-11 DAV + 21m 

12209 101 Building hardware - Locks and latches 
- Mechanically operated locks, latches 
and locking plates - Requirements and 
test methods 

2002-11-15   

13561 101 External blinds - Performance 
requirements including safety 

2002-03-12   

13633 101 Building hardware - Electrically 
controlled panic exit systems - 
Requirements and test methods 
(M/101) 

  DAV + 21m 

1337-2 rev 104 Structural bearings - Part 2: Sliding 
elements 

2003-03-06   

1337-7 rev 104 Structural bearings - Part 7: Spherical 
and cylindrical PTFE bearings 

2003-03-06   

413-1 114 Masonry cement - Part 1: Specification 2003-03-24   

14396 118 Fixed ladders for manholes     

771-5 116 Specification for masonry units Part 5 - 
Manufactured stone masonry units. 

2003-03-21 DAV + 21m 

 

 


